
cliente commessa

customer project

materiale esaminato

examined material

riferimenti •Frame No. -5 to 50 PORT ( Page 2 );  STBD ( Page 5 ) particolare

reference •Frame No. 51 to 95 PORT ( Page 3 );  STBD ( Page 6 ) item

•Frame No. 90 to 135 PORT ( Page 4 );  STBD ( Page 7 )

procedura d'esame limiti di accettazione

examination procedure examination procedure

stato superficiale

surface condition

test temperature

apparecchiatura

equipment

angolo dB totali
angle total dB

metodo di taratura

calibration mode

esito dell'esame

examination result

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

/21257

M/S "Yard 910"

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

pag. 001 di 007

sheet        of

Samer & Co. Shipping S.p.A.

Wind & Water strakes

UTSP

saldato molato lav. di macchina forgiato

S.G.P. UT/SP/001 rev.7 -

UNI EN 14127

plating measurements

welded ground machined forged

temperatura: 20-30 °C accoppiante: ultravelox verniciato fuso sabbiato

ID 120486408 ID 992126711 ID 01457206 ID 081590305

Olympus OMNI-MX2 Olympus Epoch 600 Olympus Epoch 600 Olympus Epoch 600

coupling medium painted casting sandblasted

Olympus 38 DL Plus Panametrics 36 DLP Panametrics Epoch III Panametrics Epoch IV

transducer probe size frequency primary ref. scanning 

ID 102691-2681 ID 120459312 ID 120240601 ID 130530605

sonda dimensioni frequenza dB riferimento dB scansione
transfer correction

correz. di trasferimento

- 64.0
sn: 932901

Panametrics D790-RL
Ø10 mm 0° 5 MHz - -

blocchi di taratura

dettaglio

item detail -

Name:

23/06/2021

NDT Operator QA/QC Third Party Client

reference blocks Fe step block 2-20 mm According to the procedure.

See following pages for details.



W&W strakes; plating from Frame No. -5 to 50 (portside)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

pag. 002 di 007

sheet        of
UTSP 257 /21

NDT Operator QA/QC Third Party Client

Name:

23/06/2021



W&W strakes; plating from Frame No. 51 to 95 (portside)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 257 /21
pag. 003 di 007

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021



W&W strakes; plating from Frame No. 90 to 135 (portside)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 257 /21
pag. 004 di 007

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021



W&W strakes; plating from Frame No. -5 to 50 (starboard)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 257 /21
pag. 005 di 007

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021



W&W strakes; plating from Frame No. 51 to 95 (starboard)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 257 /21
pag. 006 di 007

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021



W&W strakes; plating from Frame No. 90 to 135 (starboard)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 257 /21
pag. 007 di 007

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021



cliente commessa

customer project

materiale esaminato

examined material

riferimenti •Frame No. 77 portside (see page 2) particolare

reference •Frame No. 78 portside (see page 3) item

•Frame No. 78 starboard (see page 4)

•Frame No. 79 starboard (see page 5)

procedura d'esame limiti di accettazione

examination procedure examination procedure

stato superficiale

surface condition

test temperature

apparecchiatura

equipment

angolo dB totali
angle total dB

metodo di taratura

calibration mode

esito dell'esame

examination result

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

/21258

M/S "Yard 910"

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

pag. 001 di 005

sheet        of

Samer & Co. Shipping S.p.A.

Web Frame spot measurements

UTSP

saldato molato lav. di macchina forgiato

S.G.P. UT/SP/001 rev.7 -

UNI EN 14127

plating measurements

welded ground machined forged

temperatura: 20-30 °C accoppiante: ultravelox verniciato fuso sabbiato

ID 120486408 ID 992126711 ID 01457206 ID 081590305

Olympus OMNI-MX2 Olympus Epoch 600 Olympus Epoch 600 Olympus Epoch 600

coupling medium painted casting sandblasted

Olympus 38 DL Plus Panametrics 36 DLP Panametrics Epoch III Panametrics Epoch IV

transducer probe size frequency primary ref. scanning 

ID 102691-2681 ID 120459312 ID 120240601 ID 130530605

sonda dimensioni frequenza dB riferimento dB scansione
transfer correction

correz. di trasferimento

- 64.0
sn: 932901

Panametrics D790-RL
Ø10 mm 0° 5 MHz - -

blocchi di taratura

dettaglio

item detail -

Name:

23/06/2021

NDT Operator QA/QC Third Party Client

reference blocks Fe step block 2-20 mm According to the procedure.

See following pages for details.



Web Frame No. 77 (portside)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

pag. 002 di 005

sheet        of
UTSP 258 /21

NDT Operator QA/QC Third Party Client

Name:

23/06/2021

FLANGE: 5.5mm

LONG. BKHD PLATING: 9.9mm

TANK TOP: 9.9mm

LONG. BKHD PLATING: 11.2mm

LONG. BKHD PLATING: 10.5mm

SHELL PLATING: 13.0mm

SHELL PLATING: 14.5mm

WEB PLATING: 9.8mm



Web Frame No. 78 (portside)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 258 /21
pag. 003 di 005

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021

FLANGE: 6.9mm

LONG. BKHD PLATING: 11.8mm

TANK TOP: 10.1mm

LONG. BKHD PLATING: 11.5mm

LONG. BKHD PLATING: 9.8mm

SHELL PLATING: 13.0mm

SHELL PLATING: 14.7mm

WEB PLATING: 9.6mm



Web Frame No. 78 (starboard)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 258 /21
pag. 004 di 005

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021

FLANGE: 6.9mm

LONG. BKHD PLATING: 10.7mm

TANK TOP: 10.2mm

LONG. BKHD PLATING: 11.6mm

LONG. BKHD PLATING: 10.6mm

SHELL PLATING: 13.7mm

SHELL PLATING: 13.9mm

WEB PLATING: 9.9mm



Web Frame No. 79 (starboard)

Name: Name: Name:

Signature: Signature: Signature: Signature:

Place/Date: Trieste, Date: Date: Date:

RAPPORTO ESAMI

ULTRASUONI
ULTRASONIC EXAMINATION REPORT

UTSP 258 /21
pag. 005 di 005

sheet        of

NDT Operator QA/QC Third Party Client

Name:

23/06/2021

FLANGE: 8.8mm

LONG. BKHD PLATING: 11.0mm

TANK TOP: 10.2mm

LONG. BKHD PLATING: 11.6mm

LONG. BKHD PLATING: 9.2mm

SHELL PLATING: 13.9mm

SHELL PLATING: 14.3mm

WEB PLATING: 10.1mm


	UTSP 257.21 Yard 910 - W&amp;W strakes
	UTSP 258.21 Yard 910 - Web frame 77,78,79 spot measurements

